ASTM STANDARD INCH-POUND
REINFORCING BARS

(Ib/ft) in.

# | 011 | 0.376 | 0.375

" #4 | 0.20 | 0.668 0.500

#6 | 044 | 1502 | 0.750

#7 | 0.60 | 2.044 | 0.875

#8 | 079 | 2670 | 1.000

#9 | 1.00 | 3.400 | 1.128

#10 | 1.27 | 4.303 | 1.270
#11 | 1.6 | 5.313 | 1.410
_____ #14 | 2.25 | 7.65 | 1.693

#18 | 4.00 1360 2257




